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TYPICAL PROPERTY SHEET

SYNTHETIC RUBBER
UBEPOL BR230

TEST ITEMS UNIT DATA TEST METHODS (UBE)
Raw Polymer

Mooney Viscosity (ML1+4 1000C) 38 JIS-K6300

Volatile Matter (wt%) 0.7 JIS-K6383

Ash (wt%) 0.05 JIS-K6383

(NOTE) DATA ; as per standard value



