UBbc

UBE Elastomer Co. L td. uBccastomerCoLtd.

N o. 20254123
July, 14, 2025

QUALITY CERTIFICATE

Type

Lot. No

Quantity

Factory Shipment Date
Production Date

P. 0. NO.

TEST TTEMS

Raw Polymer
Mooney Visvosity
Volatile Matter

Ash content

UBEPOL BR150
527102

7, 350Kg 7P/L
July, 2025

July, 05, 2025

UV-4938

UNIT DATA TEST METHODS
(ML1+4, 100°C) 38 JIS K6300-1
(wt%) 0.27 JIS K6238-1
(wt%) 0. 08 JIS K6228
Y. Kano

Quality Assurance Team
Quality Assurance Group



UBbc

UBE Elastomer Co. L td. uBccastomerCoLtd.

N o. 20254122
July, 14, 2025

QUALITY CERTIFICATE

Type

Lot. No

Quantity

Factory Shipment Date
Production Date

P. 0. NO.

TEST TTEMS

Raw Polymer
Mooney Visvosity
Volatile Matter

Ash content

UBEPOL BR150

527066

26, 250Kg 25P/L
July, 2025

July, 03, 2025

UV-4938

UNIT DATA TEST METHODS
(ML1+4, 100°C) 39 JIS K6300-1
(wt%) 0.56 JIS K6238-1
(wt%) 0.07 JIS K6228
Y. Kano

Quality Assurance Team
Quality Assurance Group



